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Electronic structure calculations of Na2SbF5, BaMgF4, and BaZnF4 are performed from first
principles based on a plane-wave pseudopotential method. The linear optical properties and the
static second-harmonic generation coefficients are also calculated. Furthermore, a real-space
atom-cutting method is employed to analyze the respective contributions of the anionic groups and
cations in Na2SbF5 to the optical response. The results show that the anionic groups �SbF5�2− in the
crystal are quite favorable for producing larger microscopic second-order susceptibilities. © 2005
American Institute of Physics. �DOI: 10.1063/1.1977199�

I. INTRODUCTION

With the development of solid-state laser devices, inves-
tigations of nonlinear optical �NLO� crystals have become a
hotspot of materials science in the past two decades. Scien-
tists have made great efforts to search for new ultraviolet
�UV� and deep ultraviolet �DUV� nonlinear optical crystals.
Fluoride crystals possess a larger energy gap and an inher-
ently wider transparency region compared with oxide crys-
tals and therefore are suitable for DUV harmonic generation.
However, they have in general too small an optical aniso-
tropy �i.e., weak birefringence� to realize phase matching in
the UV region and also to have small second-harmonic gen-
eration �SHG� coefficients, which is unfavorable for obtain-
ing high-power output at the harmonic frequencies.

To find the special structures of the fluoride crystals that
can overcome the above disadvantages it is necessary to
study the relationship between their birefringence, SHG co-
efficients, and microstructures. To our knowledge, CASTEP,1,2

a plane-wave pseudopotential total-energy package based on
density-functional theory �DFT�3 has been proven to be a
useful tool for studying the mechanism of the linear and
nonlinear optical effects.

In recent years we have used this theoretical method to
calculate the linear refractive indices and SHG coefficients of
various NLO crystals such as BBO,4 LBO,5 KBBF,6 SBBO
family,7 KDP,8 and SrBe3O4

9 with great success. In this
present work we will therefore also use the above method
and the CASTEP package to perform ab initio calculations of
the linear and nonlinear optical coefficients for Na2SbF5,
BaMgF4, and BaZnF4 and to further explore the mechanism
of the optical effects in these crystals. Finally, based on the
calculation results and the properties of the strong electrone-
gativity of fluorine atoms in these crystals, future prospects

for their application in UV and DUV harmonic generation
will be discussed.

II. METHODS AND COMPUTATIONAL DETAILS

The plane-wave pseudopotential total-energy software
package CASTEP

1,2 is used for solving the electronic energy-
band structures of the fluoride crystals, and these data are
further applied to calculate the optical responses. The opti-
mized pseudopotentials10–12 in the Kleinman-Bylander form
for Na, Mg, Zn, Sb, Ba, and F allow us to use a small plane-
wave basis set without compromising the accuracy required
by our study.

It is well known that the refractive indices can be ob-
tained theoretically from the dielectric function. The imagi-
nary part of the dielectric function can be calculated with the
matrix elements which describe the electronic transitions be-
tween the ground state and the excited states in the crystal
considered. The formula is given by

lm��ij���� =
e2

�m2h �� dk
fnmpnm

i pnm
j

2
���nm−��, �1�

where fnm= fn− fm and fn , fm are Fermi factors. The real part
of the dielectric function is obtained by the Kramers-Kronig
transformation.

It is well known that the band gap calculated by the
local-density approximation �LDA� is usually smaller than
the experimental data due to the discontinuity of exchange-
correlation energy. A scissors operator13,14 is also used to
shift upward all the conduction bands in order to agree with
measured values of the band gap.

The static limit of the SHG coefficients plays the most
important role in the application of SHG crystals. Our group
and collaborators have reviewed various calculation methods
for SHG coefficients4,8 and have improved the formula pre-
sented by Rashkeev et al.15 to calculate these,a�Electronic mail: cct@cl.cryo.ac.cn
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���� = �����VE� + �����VH� + ���� �two bands� , �2�

where �����VE� and �����VH� give the contributions to �i
�2�

from virtual-electron and virtual-hole processes, respec-
tively; �����two bands� is the contribution to �i

�2� from the
two-band processes. The formulas for calculating �����VE�,
�����VH�, and �����two bands� are given in Refs. 4 and 8.

To investigate the influence of the ions on the crystal
optical response, a real-space atom-cutting method4 has been
used. With this method the contribution of ion A to the
nth-order susceptibility denoted as ��n��A� can be obtained
by cutting all ions except A from the original wave functions
��n��A�=��n� �all ions except A are cutting�.

The Na2SbF5, BaMgF4, and BaZnF4 crystals are
reported to have structures with P212121

, Cmc21
, and Cmc21

space-group symmetries, respectively. In our calcula-
tions we took the cell parameters of Na2SbF5, BaMgF4,
and BaZnF4 as follows: Na2SbF5 �a=5.451 Å,b
= 11.234 Å , c = 8.083 Å , � = � = � = 90° � ;16 BaMgF4 �a
=4.126 Å,b=14.518 Å,c=5.821 Å, �=�=�=90° �; and
BaZnF4 �a = 4.184 Å , b = 14.96 Å , c = 5.825 Å , � = � = �
=90° �.17 These unit cells contain 32, 24, and 24 atoms, re-
spectively.

III. RESULTS AND DISCUSSIONS

A. Band structures

The calculated energy bands of the Na2SbF5, BaMgF4,
and BaZnF4 crystals are shown in Figs. 1�a�, 1�b�, and 1�c�,
respectively. The energy bands are divided into three sub-
groups: �1� For Na2SbF5 in Fig. 1�a� there are an inner region

with energies lower than −20 eV, a valence-band region
from −10 to 0 eV, and conduction bands above 0 eV. �2� For
BaMgF4 in Fig. 1�b� there are an inner region with band
energies lower than −15 eV, a valence-band region from −15
to 0 eV, and conduction bands above 0 eV. �3� For BaZnF4 in
Fig. 1�c� there are an inner region with energies lower than
−10 eV, a valence-band region from −10 to 0 eV, and con-
duction bands above 0 eV. For the three crystals the calcu-
lated gaps are 4.3, 6.7, and 4.66 eV, respectively, to be com-
pared with the experimental ones, 5.0, 9.28, and 7.27 eV. So
energy scissors are added to the 0.7, 3.0, and 2.6 eV in order
to agree with the experiments.

In order to deeply understand the contributions of the
different ions to the optical response, we calculated the total
density of state �DOS� and the partial density of state
�PDOS� projected on the constitutional atom. The results are
shown in Fig. 2. As an example, Figs. 3�a�, 3�b�, and 3�c�
show the orbital-resolved PDOS of Na, Sb, and F in the
Na2SbF5 crystal, respectively. From the PDOS of Na2SbF5,
�Fig. 2�a�� the atomic orbitals of sodium atom only contrib-
ute to the bottom of the valence band and do nothing to the
upper valence band and conduction bands. The 2s orbital of
Na contributes the peak around −50 eV, and the peak of
−22 eV is composed of 2p ones. The valence bands are
mainly from the mixture of the orbitals of Sb and F atoms.
The conduction bands are all composed of the orbitals of Sb
and F for which the contributions of Sb are mainly from 5s
and 5p orbitals. The PDOS of BaMgF4 �Fig. 2�b�� shows that
the orbitals of Ba only contribute to the bottom of the va-
lence bands and do nothing to the upper valence band and

FIG. 1. Band structures of �a� Na2SbF5, �b� BaMgF4, and �c� BaZnF4.
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conduction bands. The peak around −23 eV is from the con-
tribution of 5s orbitals and the peak of −12 eV is from 5p
orbitals of Ba. The valence orbitals of the fluorine atom con-
tribute mainly to valence bands for which the peak around
−18 eV is from 2s and the peak around 0 eV is from 2p
orbitals. Finally, the conduction bands are mainly composed
of 3s and 3p orbitals of the Mg atom. Because the harmonic
generation is mainly from the electron transitions from the
upper valence bands to the bottom of the conduction bands,
therefore, the essential mechanism of the harmonic genera-
tion is the transition of the electrons in �SbF5�2− and
�MgF4�2− anionic groups.

B. Optical properties

Based on the above energy-band structures, the linear
and nonlinear optical coefficients in the Na2SbF5, BaMgF4,

and BaZnF4 crystals have been already calculated. Due to the
discontinuation of the exchange-correlation energy, the en-
ergy gaps calculated are all smaller than the experimental
ones, and then scissors operators are used to shift up the
conduction bands. The calculated linear and nonlinear optical
coefficients are listed in Table I. Obviously, the calculated
values are all in good agreement with the experimental ones
for the three crystals.

To investigate the influence of the ions on the optical
responses of Na2SbF5, the atom-cutting method is still used.
Figure 4 presents the charge-density distributions of the
Na2SbF5 crystal. Figure 4�a� shows that there is an obvious
overlap between the Sb and F electron clouds, but the elec-
tron density of Na is isolated. Therefore we treated F and Sb
as a whole �SbF5�2− group and Na as another one. In Fig.
4�a� the charge-density contours of fluorine atoms are differ-

FIG. 2. DOS and PDOS of �a� Na2SbF5, �b� BaMgF4, and �c� BaZnF4.
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ent because all four fluorine atoms cannot stay in the same
projecting plane. In our calculation, the radii of Na, Sb, and
F are 0.125, 0.100, and 0.107 nm, respectively. When the
energy of incidence light is less than the energy gap, the
dispersion of SHG coefficients is very small, so it is enough

to calculate linear refractive indices and SHG coefficients at
zero frequency. In Table II the atom-cutting results are listed
for the Na2SbF5 crystal. One can easily see from the table
that the contribution from Na ion to birefringence is about
one-third and the one from the anionic group �SbF5�2− is

FIG. 3. Orbital-resolved PDOS of Na2SbF5 �a� Na, �b� Sb, and �c� F.

TABLE I. Calculated and experimental values of linear and nonlinear optical coefficients for the Na2SbF5,
BaMgF4, and BaZnF4 crystals. �Values in parentheses are experimental ones.�

Crystal Na2SbF5 �Ref. 16� BaMgF4 �Ref. 17� BaZnF4 �Ref. 17�

Space group P212121
Cmc21

Cmc21

Energy gap �eV� 4.3 �5.0� 6.7 �9.28� 4.66 �7.27�
Energy scissors �eV� 0.7 3.0 2.6

nx 1.566 �1.449� 1.462 �1.467� 1.428 �1.514�
ny 1.573 �1.467� 1.470 �1.439� 1.441 �1.490�
nz 1.510 �1.462� 1.463 �1.458� 1.432 �1.507�

	n�nmax−nmin� 0.063 �0.041� 0.008 �0.028� 0.013 �0.024�
djj �pm/v� d123 -0.154 �0.121� d31 0.0286 �0.0259� d31 0.019 �0.009�

d32 0.0022 �0.0481� d32 0.033 �0.012�
d33 0.0828 �0.0185� d33 0.029 �0.041�
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about two-thirds. For the SHG coefficient the contribution
from Na ion is about one-fourth and the one from �SbF5�2− is
about three-quarters.

Based on the above calculations several important con-
clusions can be obtained as follows: �i� Due to the strong
ionic bonding and the larger electronegativity of the fluorine

�see Figs. 5�a� and 5�b�� in fluoride NLO crystals, the bire-
fringence and nonlinear susceptibilities of the fluoride crys-
tals are all small �usually, the birefringence is about 0.01 and
the SHG coefficient is about 0.1 pm/V�. So the application
of the fluoride crystals in DUV harmonic generation is not
ideal. �ii� However, Na2SbF5 is an exception. One can see
from Fig. 4 that there is a relatively strong covalent bonding
�see Fig. 4�a�� and a lone-pair electron �see Fig. 4�b�� in the
�SbF5�2− group. Obviously, according to the anionic group
theory18–20 the structure of the �SbF5�2− group with lone pair
is very favorable for producing a larger microscopic second-
order susceptibilities and a larger anisotropy of the linear
optical response. To prove the above idea we have calculated
the microscopic second-order susceptibilities of the �SbF5�2−

group using the anionic group theory with a GAUSSIAN’92 ab
initio program22 and have compared these with the micro-
scopic second-order susceptibilities of the various boron-
oxygen groups in Table III. It is obvious from Table III that
even bulk SHG coefficients of most fluoride NLO crystals is
small to be compared with the borate series NLO crystals but
the microscopic second-order susceptibilities of the �SbF5�2−

group are much larger than those of the borate groups,
�B3O6� group in particular. Unfortunately, the space arrange-
ment of the �SbF5�2− groups in the Na2SbF5 crystal is unfa-
vorable for producing the large overall SHG coefficients: as
a result, d14 coefficient of the crystal is only −0.123 pm/V
�by GAUSSIAN’92� and −0.154 pm/V �by CASTEP�. However,
large second-order susceptibilities of the �SbF5�2− group give
us a confidence that could be possible in the fluoride series
crystals to search for NLO crystals, which have much larger
bulk SHG coefficients and also stronger anisotropy of refrac-
tive indices.

IV. CONCLUSION

Ab initio electron band-structure calculations have been
carried out using the CASTEP package and the anionic group
theory with the GAUSSIAN’92 program to study the optical
properties of fluoride crystals. Our investigations are summa-
rized as follows.

�i� The electronic energy-band structures of three fluo-
ride crystals with relatively large band gaps have been
obtained. The DOS and PDOS figures reveal the com-
position of each energy band, and the electron-density
contour maps clearly show that the crystals possess a
relatively greater ionic bond component but weaker
covalent bond. These structural factors result in too
small birefringence and overall SHG coefficients. As
a result, these fluoride crystals are of limited use in
NLO applications.

�ii� However, Na2SbF5 is an exceptional crystal consist-
ing of the basic structural unit of the square pyramidal
group �SbF5�2− with a lone-pair electron. The calcula-
tions indicate that the structure of this anionic group
�SbF5�2− is favorable for producing a much larger
second-order microscopic susceptibility compared
with boron-oxygen anion groups, the �B3O6� group in

FIG. 4. Charge-density contour map �a� and molecular configurations �b� of
Na2SbF5.

TABLE II. The atom-cutting analysis for the Na2SbF5 crystal.

Na+ �SbF5�2− Sum Na2SbF5

nx 1.153 1.513 1.566
ny 1.161 1.510 1.573
nz 1.169 1.542 1.510

	n�nmax−nmin� 0.016 0.031 0.047 0.059
d123�pm/v� -0.057 -0.161 -0.218 -0.154
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particular. However, the spatial arrangement of the
�SbF5�2− group in the Na2SbF5 crystal with P212121

space symmetry is unfavorable for producing large
overall SHG coefficients. As a result, d14 of the crystal
is only −0.123 pm/V �by GAUSSIAN’92� and
−0.154 pm/V �by CASTEP�. Hence the only approach
to search fluoride crystals with large birefringence and
NLO coefficients is to identify the fluoride groups
with a lone-pair electron and to look further for a
favorable spatial arrangement of the fluoride groups.
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