以影像處理輔助分析弱面磨損面積
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There are very few asperities keeping in contact of rock joints during sliding. The shear behavior of a joint is highly dependent upon the real contact area. This paper use the photo image technology to determine the wear damaged zone and the undamaged zone by the colours in a joint surface. Then, the ratio of wear area is calculated according to the Pixel ratio of these two colours. The aim of this study is to learn the shear behavior from the viewpoint of the local contact area evolution in shear.

