Poly(ethylene glycol-b-styrene)團聯共聚 合物之合成與性質
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The amphilic block copolymer containing hydrophobic and hydrophilic polymer chanins were synthesized by using macroazo-initiator method. The hydroxyl group-terminated hydrophilic polyethylene glycol ( PEG) were incorporated with azo-unit in the main chain through condensation reaction with azobiscyanovaleric acid. The macroazo prepolymers were further copolymerized with addition of styrene monomer, resulting in an amphiphilic block copolymer. The effect of the reaction condition were studied by varying the reaction time, concentration of monomers and macroazo-initiator concentration.

